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EN 13165: PUR 
 

Author’s comment:  
 
The following table 12-01 shows the types of the monitored products with its densities. The 
graphics N°12-02 and N°12-03 show the measured values for the first two and five years and 
the calculated values of an extrapolation up to 20 and 50 years based on the measured 
values. 
 

12 - 01 PUR Compressive creep 50 years 
 

12 - 01 PUR Compressive creep 40kPa  50 years 
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12 - 02 PUR Compressive creep 200kPa  50 years 
 


